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HAPPY ARTS & CRAFTS (NINGBO) CO., LTD
HAPE INTERNATIONAL (NINGBO) LTD

9-27 NANHAI ROAD, DAGANG INDUSTRIAL CITY,
BEILUN, NINGBO, CHINA P.C. 315800

The following samples were submitted and identified by/on behalf of the client as:

Name of Product/ltem : HOLZLASTER WEISS / LITTLE DUMP TRUCK, WHITE; HOLZLASTER
GRUN / LITTLE DUMP TRUCK, GREEN

Details of Sample Received 2 STYLES ASSORTED WOODEN CAR WITH FREE WHEELS & 1
REMOVABLE BLOCK. OPEN BOX PACKED.

Sample Quantity 14 PCS

Style / Item No. : 861396 / 861296, 861383 / 861283

Manufacturer - HAPE INTERNATIONAL (NINGBO) LTD

Country of Origin : CHINA

Country of Destination : GLOBAL

Labeled Age Grading 210 M+

Requested Age Grading - 10 M+

Age Group Applied in Testing : OVER 10 MONTHS

Sample Receiving Date : FEB 03, 2010

Resubmitted Packaging Date :FEB 21, 2010

Testing Period : FEB 03, 2010 TO FEB 23, 2010

TEST REQUESTED : For compliance with the test requirement of ASTM F963-08 Standard Consumer

Safety Specification on Toy Safety.
RESULTS . Details please refer to next page.
CONCLUSION . The submitted samples comply with the requested test requirements.

Signed for and on behalf of
SGS-CSTC Ltd.

Zhang Wei, M
Section Mana
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ASTM F963 - 08

AS SPECIFIED IN ASTM F963-08 STANDARD CONSUMER SAFETY SPECIFICATION ON TOYS SAFETY.

Clause Description Resuit

4, Safety Requirements

4.1 Material QUALILY **..........c.oooiiit e e Pass

42 Flammability TESE..........ooiiiiieeeee e Pass
(See Note 1)

43 Toxicology

435 Paint & Similar Surface-coating Material.................coccooovvivvieeeee oo Pass
(See Note 2)

4.6 Small Objects

4.6.1 Toys that are intended for children under 36 months of age.............c.......... Pass

47 ACCESSIDIE EAQES.......c.eiiiiieiiieee e Pass

4.8 PrOJECHONS. .......coii ittt Pass

4.9 ACCESSIDIE POINES.........ciiieiiiii e Pass

4.17 WHheels, Tires & AXIES..........c.oeiuieeeeeieeeeeeeeee e e e Pass

4.18 Holes, Clearance & Accessibility of Mechanisms.............ocoooeeooeeeeeiv oo, Pass

5. Safety Labeling Requirements

5.2 Age Grading Labeling...........cccocooiiiiiiiicccee e e Pass

7. Producer’s Markings

7.1 Producer’s Markings. .. ........cocoeeiiioiereeeeceeeiee e e Pass

8. Test Method

8.5 Normal Use TestiNg........c.ccoeiiriiirie et e Pass

8.7 IMPACE TS e Pass

8.8 TOIQUE TESE ...t et oo Pass

8.9 TeNSION TOSE.....e i e e Pass

**Visual Examination

Note 1:

Flammability Test (Clause 4.2)
Flammability Test on Solid

Sample Burning Rate (inch/sec) Limit (inch/sec)
HOLZLASTER WEISS / LITTLE DUMP DNI 0.1

TRUCK, WHITE; HOLZLASTER GRUN /
LITTLE DUMP TRUCK, GREEN

- DNI = Did Not Ignite
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Note 2 :

Paint & Similar Surface-coating Material (Clause 4.3.5)

ASTM F963-08 - Heavy Metals Analysis : Total Lead (Clause 4.3.5.1)

TOTAL LEAD CONTENT - CPSC TEST METHOD: CPSC-CH-E1003-09.

Total Pb

Specimen Description Result Limit’
1. Transparent lacquer coating on wood (Wheels) <10 90
2. Yellow coating on wood (Truck) <10 90
3. _White (Truck) w/ coffee (Pattern) coating on wood <10 90
4. Orange coating on wood (Truck) <10 20
5. _ Green coating on wood (Truck) <10 90

#

The total Pb requirement shall comply with the lead content provisions of 16 CFR 1303, issued under the
Consumer Product Safety Act (CPSA) , while according to CPSA requirement the 90mg/kg limit requirement
effective 14 August, 2009.

- <=less than
- Result of specimen No.1 is copied from report No. SZTYR100208017/LP.
- Results of specimen No.2-No.5 are copied from report No. SZTYR100208018/LP.

ASTM F963-08 - Heavy Metals Analysis : Soluble Heavy Metal (Clause 4.3.5.2)

SOLUBLE HEAVY METALS CONTENTS - SAMPLES WERE EXTRACTED BY DILUTE HYDROCHLORIC ACID
IN ACCORDANCE WITH ASTM F963-08 (CLAUSE 8.3).
ANALYSIS WAS PERFORMED BY INDUCTIVELY COUPLED PLASMA ATOMIC EMISSION SPECTROMETER.

Element Pb | Sb |As | Ba |Cd | Cr | Hg | Se
Soluble Limit (mg/kg) 90 {60 | 25 | 1000 | 75 | 60 | 60 | 500
Specimen Description Adjusted Soluble Result (mg/k

1. _Transparent lacquer coating on wood (Wheels) <6 | <5 | <5 | <10 | <5 | <5 <5 | <10
2. Yellow coating on wood (Truck) <6 ] <6 |<5| 36 | <5|<5| <5 [<10
3. White coating on wood (Truck) <6 | <5 | <5 | <10 | <5 | <5 <5 | <10
4. Orange coating on wood (Truck) <6 | <5 | <6 | <10 [ <5 | <5 <5 | <10
5. Green coating on wood (Truck) <56 | <6 [ <6 | <10 | <5 | <5 <5 | <10
- <=Less than

- As received, the test portion of coffee coating on wood (Pattern) is less than 10mg, therefore such
components were not tested for soluble elements, as specified in ASTM F963-08 Clause 8.3.3.1 (2).

- Results of soluble elements shown are of the adjusted analytical results.

- Results of specimen No.1 are copied from report No. SZTYR100203010/TS.

- Results of specimen No.2-No.5 are copied from report No. SZTYR100203015/TS.

N.B.: - Only applicable clauses were shown.

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at http://www.sgs.com/terms_and_conditions.
htm and,for electronic format documents,subject to Terms and Conditions for Electronic Documents at www.sas.com/terms e-document.htm. Attention is drawn fo the limitation of
liabilit .:-"'—"":A—- and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings atthe time of
il (%) N ithin the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction
iEghts and obligations under the transaction documents. This document cannot be reproduced exceptin full,without prior written approval of the Company.
, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fuilest extent of the law.
thy results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.

2358447
2,4,8/F, Oastar Building, Zhongkang Road, Shangmeilin, Shenzhen, China 518049  t (86-755) 83114358  f (86-755) 83106190 Www.cn.sgs.com
HE - RY - EEHRERELAKE 4,58 BR4R: 518049 1 (86-755)83114358 f (86-755)83106190 e sgs.china@sgs.com

Memhar af tha SGR GBrann (QRQ QAN



Attention: To check the authenticity of testing /inspection report & certificate, pls. contact tel: (86-755)83071443 email: CN.Doccheck@sqgs.com

Test Report No.: SZTYR100203014/TS Date: FEB 24,2010  Page 4 of 4

Sample Photo:

[Ty
el manrliy
L4

s iy .-' v .
12 13 1407610 17 36 40, 20 a1 T2 23 3 28 6 WM T W

o 9 T A 1
! : R ) TERRINC T AE e s Ty
AL L AT e ) MRV R Dbt

SGS authenticate the photo on original report only

*** End of Report ***
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