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HAPPY ARTS & CRAFTS (NINGBO) CO. LTD
HAPE INTERNATIONAL (NINGBO) LTD

9-27 NANHAI ROAD, DAGANG INDUSTRIAL CITY,
BEILUN, NINGBO, CHINA P.C. 315800

The following samples were submitted and identified on behalf of the client as: HOLZLASTER WEISS / LITTLE
DUMP TRUCK, WHITE; HOLZLASTER GR N/LITTLE DUMP TRUCK, GREEN

Style / Item No. : 861396 / 861296; 861383 / 861283

Manufacturer : HAPE INTERNATIONAL (NINGBO) LTD

Country of Origin : CHINA

Country of Destination : GLOBAL

Sample Quantity :8PCS

Sample Receiving Date : FEB 083, 2010

Testing Period : FEB 03, 2010 TO FEB 08, 2010

Test Requested : For compliance with US Public Law 110-314 (Consumer Product Safety

Improvement Act of 2008, CPSIA):

Lead in paint / similar surface coating materials

Lead in accessible substrate materials
Methods and Results  : Please refer to next page(s).

Result Summary

Test Parameter Conclusion
CPSIA section 101(f) - Lead in paint/similar surface coating PASS
materials
CPSIA section 101(a)(2) - Lead in accessible substrate NOT APPLICABLE
materials (SEE REMARK)

Remark: According to 16CFR Part 1500.91 Determinations Regulation Lead
Content for Certain Materials or Products under Section 101 of CPSIA, the
materials in the submitted samples fall into the exemption scope of total
lead in substrate, the exemptions include paper and similar materials
derived from wood or other cellulosic fiber, Natural and Untreated Wood,
Textile.

Signed for and on behalf of
SGS-CSTC Ltd.

o

Ouyang Qin, Can
Section Head
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Test Results

Lead in paint/similar surface coating material
Method: CPSC Test Method: CPSC-CH-E1003-09.

Test item 1 2 3 4 5 Permissible Limit
Lead (Pb) ND ND ND ND ND 0.009%
Comment PASS PASS PASS PASS PASS -

Sample Description:
Transparent lacquer coating on wood (Wheels)

Yellow coating on wood (Truck)

White (Truck) w/ coffee (Pattern) coating on wood
Orange coating on wood (Truck)

Green coating on wood (Truck)

aohrON =

Note: - % = percentage by weight
- 1% = 10000ppm (mg/kg)
- ND = not detected
- Method Detection Limit = 0.001%
- Result of specimen No.1 is copied from report No.SZTYR100208017/LP.

Sample Photo:

SGS authenticate the photo on original report only

*** End of Report ***
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& results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.
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